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SCOPE: 
The formulations of test methods, practices, guides, classificaitions, and terminology 
relating to those materials generally considered to be in the field of commercial 
refractory raw materials and products. The scope of the Committee shall also include the 
promotion of knowledge relating to commerical refractory raw materials and products. 
Primary responsibliites and activiites within the scope of the committee are assigned to 
subcommittees whose titles indicate their areas of interest. The work of this Committee 
will be coordinated with other ASTM committees and other organizations having 
mutual interest.

SUBCOMMITTEES:
C08.01 Strength
C08.02 Thermal Properties
C08.03 Physical Properties
C08.04 Chemical Behaviors
C08.09 Monolithics
C08.10 Refractories for Glass
C08.90 Executive
C08.91 International Standards
C08.92 The Joseph E. Kopanda Subcommittee for Editorial, Terminology and 
Classification
C08.93 Ruggedness and Precision

KEY DOCUMENTS:
C20 Standard Test Methods for Apparent Porosity, Water Absorption, Apparent Specific •	
Gravity, and Bulk Density of 
Burned Refractory Brick and 
Shapes by Boiling Water
C133 Standard Test Methods •	
for Cold Crushing Strength 
and Modulus of Rupture of 
Refractories
C357 Standard Test Method •	
for Bulk Density of Granular 
Refractory Materials
C862 Standard Practice for •	
Preparing Refractory Concrete 
Specimens by Casting
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