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Scope: The scope of the Committee shall be: The development of knowledge; stimu-
lation of research; and the formulation of standards and proposals, which include speci-
fications, methods of testing and sampling, classifications, definitions, and practices per-
taining to materials and materials combinations used in flexible pavements, to bituminous 
treated and untreated aggregates, and to other materials, products, systems, and services 
incidental to all types of highway and transportation construction and maintenance. 
The activities shall be coordinated with other ASTM Committees when necessary.
The area of interest of the Committee is materials used in the construction and mainte-
nance of highways, and other transportation construction.

TECHNICAL SUBCOMMITTEES  

KEY DOCUMENTS
•	 D75 Standard Practice for Sampling Aggregates
•	 D2419 Standard Test Method for Sand 

Equivalent Value of Soils and Fine Aggre-
gate

•	 D2726 Standard Test Method for Bulk 
Specific Gravity and Density of Non-Ab-
sorptive Compacted Bituminous Mixtures

•	 D4791 Standard Test Method for Flat 
Particles, Elongated Particles, or Flat and 
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D04.20 Mechanical Tests of Bituminous Mixtures
D04.21 �Specific Gravity and Density of Bitumi-

nous Mixtures
D04.22 �Effect of Water and Other Elements on 

Bituminous Coated Aggregates
D04.23 �Plant-Mixed Bituminous Surfaces and Bases
D04.24 Bituminous Surface Treatments
D04.25 Analysis of Bituminous Mixtures
D04.26 Fundamental/Mechanistic Tests
D04.27 Cold Mix Asphalts
D04.30 Methods of Sampling
D04.31 �Calcium and Sodium Chlorides and 

Other Deicing Materials
D04.32 Bridges and Structures
D04.33 �Formed In-Place Sealants for Joints and 

Cracks in Pavements
D04.34 �Preformed Joint Fillers, Sealers and Seal-

ing Systems
D04.38 Highway Traffic Control Materials

D04.40 Asphalt Specifications
D04.41 Emulsified Asphalt Specifications
D04.42 Emulsified Asphalt Test
D04.43 �Specifications and Test for Tar and Tar 

Products
D04.44 Rheological Tests
D04.46 Durability and Distillation Tests
D04.47 Miscellaneous Asphalt Tests
D04.50 Aggregate Specifications
D04.51 Aggregate Tests
D04.90 Executive
D04.91 Terminology
D04.93 Long Range Planning
D04.94 �Statistical Procedures and Evaluation of 

Data
D04.95 �Quality Control, Inspection and Testing 

Agencies
D04.99 �Sustainable Asphalt Pavement Materials 

and Construction


