


FATIGUE OF FILAMENTARY 
COMPOSITE MATERIALS 

A symposium 
sponsored by ASTM 
Committee E-9 on Fatigue and 
Committee D-30 on High Modulus 
Fibers and Their Composites 
AMERICAN SOCIETY FOR 
TESTING AND MATERIALS 
Denver, Colo., 15-16 Nov. 1976 

ASTM SPECIAL TECHNICAL PUBLICATION 636 
K. L. Reifsnider, Virginia Polytechnic 
Institute and State University, and 
K. N. Lauraitis, Lockheed-California 
Company, editors 

List price $26.50 
04-636000-33 

AMERICAN SOCIETY FOR TESTING AND MATERIALS 
1916 Race Street, Philadelphia, Pa. 19103 



© BY AMERICAN SOCIETY FOR TESTING AND MATERIALS 1977 

Library of Congress Catalog Card Number: 77-81190 

NOTE 

The Society is not responsible, as a body, 
for the statements and opinions 

advanced in this publication. 

Printed in LutherviUe-Timonium. Md. 
November 1977 



Foreword 

The symposium on Fatigue of Filamentary Composite Materials was pre­
sented at a meeting held in Denver, Colo., 15-16 Nov. 1976. The symposium 
was sponsored by the American Society for Testing and Materials through its 
Committee E-9 on Fatigue and Committee D-30 on High Modulus Fibers 
and Their Composites. K. L. Reifsnider, Virginia Polytechnic Institute and 
State University, presided as symposium chairman and coeditor and K. N. 
Lauraitis, Lockheed-California Company, served as symposium cochairman 
and coeditor of this publication. 
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