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Foreword 

The papers in this volume were presented at two symposia sponsored by 
the American Society for Testing and Materials through its Committee G-1 
on Corrosion of Metals and Subcommittee G01.09 on Corrosion in Natural 
Waters. 

The symposium on Corrosion in Geothermal Systems was cosponsored by 
the Metallurgical Society of the American Institute of Mining, Metallurgical, 
and Petroleum Engineers. This symposium was held in New Orleans, La., on 
19-20 Feb. 1979. 

The symposium on Geothermal Scaling and Corrosion was cosponsored by 
the Industrial and Engineering Chemistry Division of the American 
Chemical Society and was held on 4-5 April 1979 in Honolulu, Hawaii. 

Both symposia were cochaired by L. A. Casper and T. R. Pinchback, both 
of the Idaho National Engineering Laboratory, E G & G Idaho, Inc. These 
men also served as editors of this publication. 
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function of their respected opinions. On behalf of ASTM we acknowledge 
with appreciation their contribution. 
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