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BIBLIOGRAPHY ON 

LOW - CYCLE FATIGUE 

1957 - 1967 

PART I 

SUB-DIVIDED REFERENCES 

COMPILED BY B .  l~i. WUNDT 

THE 

FOR 

METAL PROPERTIES 

APRIL 1 968  

COU NC IL 

P u b l s  by t h e  

AMERICAN SOCIETY FOR 'rESTING AND MATERIALS 

1916 Race  S t r e e t ,  P h i l a d e l p h i a ,  Pa .  19103 

ASTM SPECIAL TECHNZCAL PUBLICATION lqG. 449 



BY AL~RI~N SOCIETY FOR TESTING AND MATERIALS 1968 

NOTE 

The S o c i e t y  i s  n o t  r e s p o n s l b l e ,  a s  a b o d y  

f o r  t h e  s t a t e m e n t s  and  o p i n i o n s  

a d v a n c e d  i n  t h i s  p u b l i c a t i o n  

P r i n t e d  i n  

O c t o b e r ,  1968 
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