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Section I 
Atomic Absorption Methods 

Two very similar methods are presented in this section. In fact, the second is based on 
the first with some modifications and comments that may be useful to some analysts. 

They are based on a lithium metaborate fusion, which has essentially become the standard 
for analysis of cement and clinker. This approach also makes the method suitable for analysis 
of raw materials and raw meal. 
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