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Foreword

This manual was developed under the auspices of ASTM Committee
D-26 on Halogenated Organic Solvents. It deals primarily with cold
cleaners that fall within the scope of Committee D-26: "halogenated
organic solvents and admixtures thereof."

The discussions are confined to materials that are usually volatile and
will evaporate at room temperature. These chemicals do not contain
substantial quantities of nonvolatile additives as do solvent emulsion
cleaners, carbon removal compounds, paint strippers, and other de-
tergents which also may contain halogenated organic solvents. Cold
cleaners are generally used full strength, not diluted or mixed with
other materials. They contain little or no water.

The term "cold cleaning" as used here refers to operations in which
soil removal is accomplished through direct contact with a solvent or
mixture of solvents at any temperature below the boiling point of the
solvents used. Cold cleaning procedures are basically processes in which
liquid contact by spray, dip, or wipe accomplishes the solution and re-
moval of soils rather than vapor contact, as is true in vapor degreasing.
We specifically exclude cleaning with water-soluble detergents as well
as vapor degreasing, which has been covered in the Handbook of Vapor
Degreasing.

Solvents used for charging of fire extinguishers and dry cleaning also
fall outside the scope of this manual.
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HIS PUBLICATION is one of many
issued by the American Society for Testing and Materials
in connection with its work of promoting knowledge
of the properties of materials and developing standard
specifications and tests for materials. Much of the data
result from the voluntary contributions of many of the
country's leading technical authorities from industry,
scientific agencies, and government.

Over the years the Society has published many tech-
nical symposiums, reports, and special books. These may
consist of a series of technical papers, reports by the
ASTM technical committees, or compilations of data
developed in special Society groups with many organiza-
tions cooperating. A list of ASTM publications and
information on the work of the Society will be furnished
on request.
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