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SUBJECT INDEX 

Applications - Automotive and Engines: 445a, 456a, 457a. 

Applications - Circuit Breakers: 188c, 232a, 263a, 263c, 282a, 
305a, 325a, 370a, 380a, 387a, 400a, 413a, 425a, 452a, 562, 
590, 600, 610, 617, 624, 626. 

Applications - Domestic Appliances: 437a. 

Applications - Electric Irons: 193a. 

Applications - Electric Ranges: 395a, 442a, 567. 

Applications - Fluid Temperature Control: 558. 

Applications - General and Miscellaneous: 354a, 405a, 407b, 
497a, 564, 586, 587, 595, 598, 602, 617, 620, 627. 

Applications - Heating and Air Conditioning: 549a, 560, 561, 

592, 603, 604, 605, 606, 607, 608, 611, 612, 613, 614, 615, 620. 

Applications - Lamp Starters: 601. 

Applications - Motor Protection: 145a, 188a, 188b, 188c, 218a, 

230a, 232a, 263c, 325b, 353a, 362c, 376a, 407a, 414a, 414b, 
415b, 423a, 434a, 452a, 511a, 538a, 539a, 557, 571, 573, 590, 
591, 594, 597, 600, 617. 

Applications - Temperature Measurement: 302a, 362^, 385c, 609. 

Applications - Temperature Regulation - General: 2^2b, 301a, 
358c, 408a, 457b, 467a, 534a, 558, 560, 561, 572, 592, 611, 620. 

Applications - Thermal Relays: 159a, 282a, 317a, 365a, 400a, 428b, 
448b, 511a, 512a, 539a, 559, 562, 565, 571, 617. 

Applications - Valve Controls: 563. 

Books Including Subject of Thermostat Metals: 467a, 564, 595, 
617, 620. 

Catalogs: 552a, 586, 587, 628. 

Corrosion: 552a. 

Electric Current, Effect of: 497b, 555, 579, 624. 

Forms - General and Miscellaneous: 406a, 586, 587, 628. 
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Forms - Helix and Spiral: 581, 586, 587, 628. 

Forms - Inherently Snap-Acttng: 625. 

Heat Treatment: 586, 587, 589. 

High Temperature Performance: 586, 587. 

Historical: 586, 587. 

Iron-Nickel and Related Alloys - Applications: 577, 580. 

Iron-Nickel and Related Alloys - Effect of Additions: 577. 

Iron-Nickel and Related Alloys - Expansion Characteristics: 556, 
570, 575, 577, 585, 588, 619. 

Iron-Nickel and Related Alloys - Heat Treatment: 589. 

Iron-Nickel and Related Alloys - Metallographic Studies: 574. 

Iron-Nickel and Related Alloys - Properties: 574, 576, 577, 
589. 599, 618, 619, 622. 

Manufacture and Fabrication: 550a, 580, 586, 587, 593, 596, 
616, 620. 

Mathematical Treatment: 313a, 346a, 352a, 362a, 383a, 385a, 385b, 
414c, 424b, 424c, 428a, 436a. 497a, 549b, 552a, 555, 566, 568, 
579, 581, 582, 583, 584. 586, 587, 621, 622, 623. 

Standards: 489a, 612. 613, 614, 615. 

Stress Analysis: 352a, 358d, 589. 

Tables and Curves: 586, 587, 623, 628. 

Testing and Calibration - Devices: 263a, 414a, 452a, 569, 592, 

Testing and Calibration - Materials: 512b, 586, 587, 589. 

Thermal Expansion: 358b, 556, 570, 575, 588. 

Thermostatic Devices, Design of: 555, 566, 581, 586, 623. 

niermostat Metals and Alloys Other than Iron-Nickel: 178a, 464b, 
588, 622. 




